Table C-12: 1998 Rubber Consumption, Carbon Content, and Carbon Stored

1998 Consumption Carbon Carbon Stored
Elastomer Type (Thousand Metric Tons) * Content (Tg CO, EQ.)
SBR Solid 908 91% 3.0
Polybutadiene 561 8% 18
Ethylene Propylene 320 86% 1.0
Polychloroprene 69 5% 0.1
NBR Solid 87 7% 0.2
Polyisoprene 78 88% 0.3
Others 369 88% 1.2
Total 2,392 - 7.7
* |ncludes consumption in Canada.
- Not applicable

Note: Totals may not sum due to independent rounding.



